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State wise Average Sale Price of minerals by grades 

for which royalty is chargeable on ad valorem basis not linked to any international benchmark price

Month : September 2014

 

Extract from Monthly Statistics of Mineral Production September 2014 issue.  @

State / Mineral / Grades Avg. Price

India
Bauxite Rs./t

Non-Metallurgical

Cement     437

Abrasive     500

Refractory    1550

Chemical     652

Chromite Rs./t

Lumps

Below 40% Cr2O3 NA

40% to below 52% Cr2O3 NA

52% Cr2O3 and above NA

Fines

Below 40% Cr2O3    2155

40% to below 52% Cr2O3   11909

52% Cr2O3 and above   12105

Concentrates   12033

Iron Ore (lumps) Rs./t

Below 55% Fe     896

55% to below 58% Fe    3138

58% to below 60% Fe    3415

60% to below 62% Fe    3589

62% to below 65% Fe    4374

65% Fe and above    4956

Iron Ore (fines) Rs./t

Below 55% Fe     545

55% to below 58% Fe    1558

58% to below 60% Fe    2137

60% to below 62% Fe    2303

62% to below 65% Fe    2909

65% Fe and above    3448

Iron Ore Conc.    1600Rs./t

Manganese Ore Rs./t

Dioxide ore   26718

Below 25% Mn    1985

25% to below 35% Mn    4845

35% to below 46% Mn    9892

46% Mn and above   13012

Agate Rs./t NA

Apatite    2155Rs./t

Phosphorite Rs./t

Below 25% P2O5     299

25% to below 30% P2O5    1266

30% P2O5 and above NA

Asbestos Rs./t

Amphibole NA

Ball Clay     483Rs./t

Barytes Rs./t

White(including snow-white)    6580

Off colour    2932

Calcite     374Rs./t

Chalk     513Rs./t

Corundum Rs./kg NA

Corundum (ruby) Rs./kg NA

Diamond   17175Rs./crt

Diaspore    1974Rs./t

Felspar     257Rs./t

Fireclay     194Rs./t

Felsite     750Rs./t

State / Mineral / Grades Avg. Price

Flint Stone     200Rs./t

Fluorite (graded) Rs./t

Below 30% CaF2 NA

30% to below 70% CaF2    4800

70% to below 85% CaF2    8405

85% CaF2 and above NA

Garnet (abrasive)    9893Rs./t

Garnet (gem) Rs./kg NA

Gypsum     524Rs./t

Jasper Rs./t NA

Kaolin (natural)     239Rs./t

Kaolin (processed)    2551Rs./t

Kyanite Rs./t

Below 40% Al2O3 NA

40% Al2O3 and above    4223

Sillimanite    7854Rs./t

Laterite Rs./t

Non-Metallurgical

Cement     189

Abrasive NA

Chemical NA

Refractory NA

Magnesite    2590Rs./t

Mica (crude)      35Rs./kg

Mica (waste & Scrap) Rs./kg NA

Moulding Sand     259Rs./t

Perlite Rs./t NA

Pyrites Rs./t NA

Pyrophyllite     719Rs./t

Pyroxenite Rs./t NA

Quartz     251Rs./t

Quartzite     521Rs./t

Silica Sand     299Rs./t

Salt (rock) Rs./t NA

Steatite Rs./t

Insecticide (Filler) grade     430

Other than insecticide (Filler) grade    1794

Selenite Rs./t NA

Vermiculite    1281Rs./t

Wollastonite     732Rs./t

Aluminium (lme Price)*    1992$/mt

Copper (lme Price)*    6872$/mt

Lead (lme Price)*    2122$/mt

Nickel (lme Price)*   18079$/mt

Tin (lme Price)*   21125$/mt

Zinc (lme Price)*    2294$/mt

Silver (lbm Price)*    1849c/tr oz

Gold (lbm Price)*    1239$/tr oz

Andhra Pradesh
Iron Ore (lumps) Rs./t

Below 55% Fe     657

55% to below 58% Fe NA

58% to below 60% Fe NA

60% to below 62% Fe NA

62% to below 65% Fe NA

Iron Ore (fines) Rs./t

Below 55% Fe     258

55% to below 58% Fe NA

NA  : Not Available
(U)  : Under Reference

lme: London Metal Exchange
lbm: London Bullion Market

t : Tonne       mt : Metric Tonne
c : Cents           $ : Dollar              tr oz : Troy Ounce

*  : Average Sale Price for September 2014, Source - MINERALS & METALS REVIEW, October 2014. Daily average prices have been taken

for Gold & Silver. @ : In accordance with the Gazette Notification, G.S.R. 630(E) dated the 1st September, 2014
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State wise Average Sale Price of minerals by grades 

for which royalty is chargeable on ad valorem basis not linked to any international benchmark price

Month : September 2014

 

Extract from Monthly Statistics of Mineral Production September 2014 issue.  @

State / Mineral / Grades Avg. Price

60% to below 62% Fe NA

62% to below 65% Fe NA

Manganese Ore Rs./t

Dioxide ore NA

Below 25% Mn    1308

25% to below 35% Mn    2741

35% to below 46% Mn    2741

46% Mn and above NA

Apatite    2155Rs./t

Asbestos Rs./t

Amphibole NA

Ball Clay     446Rs./t

Barytes Rs./t

White(including snow-white)    7227

Off colour    2941

Felspar     280Rs./t

Fireclay     258Rs./t

Garnet (abrasive)   11981Rs./t

Kaolin (natural)     183Rs./t

Sillimanite    8720Rs./t

Laterite Rs./t

Non-Metallurgical

Cement     221

Mica (crude)      35Rs./kg

Mica (waste & Scrap) Rs./kg NA

Pyrophyllite     700Rs./t

Quartz     209Rs./t

Quartzite     473Rs./t

Silica Sand     178Rs./t

Steatite Rs./t

Insecticide (Filler) grade     291

Other than insecticide (Filler) grade    1480

Vermiculite     458Rs./t

Bihar
Mica (waste & Scrap) Rs./kg NA

Pyrites Rs./t NA

Quartz Rs./t NA

Quartzite     476Rs./t

Steatite Rs./t

Insecticide (Filler) grade NA

Chhattisgarh
Bauxite Rs./t

Non-Metallurgical

Abrasive NA

Refractory NA

Iron Ore (lumps) Rs./t

Below 55% Fe NA

55% to below 58% Fe NA

58% to below 60% Fe NA

60% to below 62% Fe    3464

62% to below 65% Fe    4257

65% Fe and above    4966

Iron Ore (fines) Rs./t

Below 55% Fe NA

55% to below 58% Fe    2082

58% to below 60% Fe    2445

60% to below 62% Fe    2727

62% to below 65% Fe    3073

65% Fe and above    3453

Moulding Sand     259Rs./t

State / Mineral / Grades Avg. Price

Quartz     400Rs./t

Quartzite     727Rs./t

Steatite Rs./t

Insecticide (Filler) grade NA

Goa
Bauxite Rs./t

Non-Metallurgical

Cement NA

Iron Ore (lumps) Rs./t

Below 55% Fe NA

55% to below 58% Fe NA

58% to below 60% Fe NA

60% to below 62% Fe NA

62% to below 65% Fe NA

65% Fe and above NA

Iron Ore (fines) Rs./t

Below 55% Fe NA

55% to below 58% Fe NA

58% to below 60% Fe NA

60% to below 62% Fe NA

62% to below 65% Fe NA

65% Fe and above NA

Iron Ore Conc. Rs./t NA

Manganese Ore Rs./t

Below 25% Mn NA

25% to below 35% Mn NA

35% to below 46% Mn NA

46% Mn and above NA

Gujarat
Bauxite Rs./t

Non-Metallurgical

Cement     496

Abrasive     500

Refractory    1550

Chemical     650

Manganese Ore Rs./t

Below 25% Mn NA

Agate Rs./t NA

Ball Clay Rs./t NA

Chalk     513Rs./t

Fireclay      70Rs./t

Fluorite (graded) Rs./t

Below 30% CaF2 NA

Gypsum Rs./t NA

Kaolin (natural)     181Rs./t

Kaolin (processed)    1351Rs./t

Laterite Rs./t

Non-Metallurgical

Cement     170

Abrasive NA

Chemical NA

Perlite Rs./t NA

Quartz     185Rs./t

Silica Sand     146Rs./t

Steatite Rs./t

Insecticide (Filler) grade NA

Himachal Pradesh
Salt (rock) Rs./t NA

Jammu & Kashmir
Gypsum     300Rs./t

NA  : Not Available
(U)  : Under Reference

lme: London Metal Exchange
lbm: London Bullion Market

t : Tonne       mt : Metric Tonne
c : Cents           $ : Dollar              tr oz : Troy Ounce

*  : Average Sale Price for September 2014, Source - MINERALS & METALS REVIEW, October 2014. Daily average prices have been taken

for Gold & Silver. @ : In accordance with the Gazette Notification, G.S.R. 630(E) dated the 1st September, 2014
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State wise Average Sale Price of minerals by grades 

for which royalty is chargeable on ad valorem basis not linked to any international benchmark price

Month : September 2014

 

Extract from Monthly Statistics of Mineral Production September 2014 issue.  @

State / Mineral / Grades Avg. Price

Jharkhand
Bauxite Rs./t

Non-Metallurgical

Cement NA

Iron Ore (lumps) Rs./t

Below 55% Fe    1487

55% to below 58% Fe    1587

58% to below 60% Fe    3344

60% to below 62% Fe    4145

62% to below 65% Fe    4145

65% Fe and above NA

Iron Ore (fines) Rs./t

Below 55% Fe     609

55% to below 58% Fe    1348

58% to below 60% Fe    1348

60% to below 62% Fe    1641

62% to below 65% Fe    2680

65% Fe and above NA

Manganese Ore Rs./t

Dioxide ore NA

Below 25% Mn NA

25% to below 35% Mn NA

35% to below 46% Mn NA

46% Mn and above NA

Felspar     228Rs./t

Fireclay Rs./t NA

Flint Stone     200Rs./t

Kaolin (natural)     250Rs./t

Kaolin (processed) Rs./t NA

Kyanite Rs./t

Below 40% Al2O3 NA

40% Al2O3 and above NA

Laterite Rs./t

Non-Metallurgical

Cement NA

Mica (crude) Rs./kg NA

Mica (waste & Scrap) Rs./kg NA

Pyroxenite Rs./t NA

Quartz     198Rs./t

Quartzite Rs./t NA

Silica Sand Rs./t NA

Steatite Rs./t

Insecticide (Filler) grade NA

Karnataka
Bauxite Rs./t

Non-Metallurgical

Cement NA

Chromite Rs./t

Lumps

Below 40% Cr2O3 NA

40% to below 52% Cr2O3 NA

Fines

Below 40% Cr2O3 NA

40% to below 52% Cr2O3 NA

Concentrates NA

Iron Ore (lumps) Rs./t

Below 55% Fe    2048

55% to below 58% Fe    3117

58% to below 60% Fe    3413

State / Mineral / Grades Avg. Price

60% to below 62% Fe    3425

62% to below 65% Fe    3914

65% Fe and above NA

Iron Ore (fines) Rs./t

Below 55% Fe    1330

55% to below 58% Fe    1898

58% to below 60% Fe    2240

60% to below 62% Fe    2848

62% to below 65% Fe    3133

65% Fe and above NA

Iron Ore Conc. Rs./t NA

Manganese Ore Rs./t

Below 25% Mn    1531

25% to below 35% Mn    4961

35% to below 46% Mn NA

46% Mn and above NA

Felspar Rs./t NA

Fireclay     860Rs./t

Felsite     750Rs./t

Kaolin (natural) Rs./t NA

Kaolin (processed)    3448Rs./t

Kyanite Rs./t

40% Al2O3 and above NA

Laterite Rs./t

Non-Metallurgical

Cement     450

Chemical NA

Refractory NA

Magnesite    4181Rs./t

Quartz     313Rs./t

Quartzite     490Rs./t

Silica Sand     508Rs./t

Kerala
Kaolin (natural)     412Rs./t

Kaolin (processed)    6219Rs./t

Sillimanite    9029Rs./t

Laterite Rs./t

Non-Metallurgical

Cement     381

Abrasive NA

Chemical NA

Silica Sand    2041Rs./t

Madhya Pradesh
Bauxite Rs./t

Non-Metallurgical

Cement     581

Refractory NA

Chemical     676

Iron Ore (lumps) Rs./t

Below 55% Fe     815

55% to below 58% Fe NA

58% to below 60% Fe NA

60% to below 62% Fe NA

Iron Ore (fines) Rs./t

Below 55% Fe     624

55% to below 58% Fe     751

58% to below 60% Fe NA

60% to below 62% Fe NA

Manganese Ore Rs./t

NA  : Not Available
(U)  : Under Reference

lme: London Metal Exchange
lbm: London Bullion Market

t : Tonne       mt : Metric Tonne
c : Cents           $ : Dollar              tr oz : Troy Ounce

*  : Average Sale Price for September 2014, Source - MINERALS & METALS REVIEW, October 2014. Daily average prices have been taken

for Gold & Silver. @ : In accordance with the Gazette Notification, G.S.R. 630(E) dated the 1st September, 2014
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State wise Average Sale Price of minerals by grades 

for which royalty is chargeable on ad valorem basis not linked to any international benchmark price

Month : September 2014

 

Extract from Monthly Statistics of Mineral Production September 2014 issue.  @

State / Mineral / Grades Avg. Price

Dioxide ore NA

Below 25% Mn    2345

25% to below 35% Mn    4347

35% to below 46% Mn    8071

46% Mn and above   13060

Phosphorite Rs./t

Below 25% P2O5     748

25% to below 30% P2O5    1266

30% P2O5 and above NA

Calcite Rs./t NA

Diamond   17175Rs./crt

Diaspore    1109Rs./t

Fireclay     100Rs./t

Kaolin (natural) Rs./t NA

Laterite Rs./t

Non-Metallurgical

Cement     243

Pyrophyllite     847Rs./t

Quartz Rs./t NA

Steatite Rs./t

Insecticide (Filler) grade NA

Other than insecticide (Filler) grade     574

Maharashtra
Bauxite Rs./t

Non-Metallurgical

Cement     185

Iron Ore (lumps) Rs./t

Below 55% Fe    1450

55% to below 58% Fe    2511

58% to below 60% Fe NA

60% to below 62% Fe NA

62% to below 65% Fe NA

Iron Ore (fines) Rs./t

Below 55% Fe     663

55% to below 58% Fe NA

58% to below 60% Fe    1730

60% to below 62% Fe NA

62% to below 65% Fe NA

Manganese Ore Rs./t

Dioxide ore   28452

Below 25% Mn    3325

25% to below 35% Mn    5469

35% to below 46% Mn   10742

46% Mn and above   12750

Corundum Rs./kg NA

Fireclay     150Rs./t

Fluorite (graded) Rs./t

30% to below 70% CaF2    4800

70% to below 85% CaF2    8405

85% CaF2 and above NA

Kyanite Rs./t

Below 40% Al2O3 NA

40% Al2O3 and above    4223

Sillimanite    1554Rs./t

Laterite Rs./t

Non-Metallurgical

Cement NA

Pyrophyllite     705Rs./t

Quartz     900Rs./t

State / Mineral / Grades Avg. Price

Quartzite     848Rs./t

Silica Sand     631Rs./t

Odisha
Chromite Rs./t

Lumps

Below 40% Cr2O3 NA

40% to below 52% Cr2O3 NA

52% Cr2O3 and above NA

Fines

Below 40% Cr2O3    2155

40% to below 52% Cr2O3   11909

52% Cr2O3 and above   12105

Concentrates   12033

Iron Ore (lumps) Rs./t

Below 55% Fe    2180

55% to below 58% Fe    3509

58% to below 60% Fe    3509

60% to below 62% Fe    3604

62% to below 65% Fe    4792

65% Fe and above    4792

Iron Ore (fines) Rs./t

Below 55% Fe    1086

55% to below 58% Fe    1331

58% to below 60% Fe    1693

60% to below 62% Fe    1944

62% to below 65% Fe    2585

65% Fe and above    2585

Iron Ore Conc.    1600Rs./t

Manganese Ore Rs./t

Dioxide ore   21913

Below 25% Mn    5315

25% to below 35% Mn    8063

35% to below 46% Mn   11925

46% Mn and above   16697

Corundum (ruby) Rs./kg NA

Garnet (abrasive)    6221Rs./t

Kaolin (processed) Rs./t NA

Sillimanite    6159Rs./t

Pyrophyllite Rs./t NA

Pyroxenite Rs./t NA

Quartz Rs./t NA

Quartzite     641Rs./t

Rajasthan
Iron Ore (lumps) Rs./t

Below 55% Fe    1258

55% to below 58% Fe NA

Manganese Ore Rs./t

25% to below 35% Mn NA

Phosphorite Rs./t

Below 25% P2O5     277

25% to below 30% P2O5 NA

30% P2O5 and above NA

Ball Clay     488Rs./t

Barytes Rs./t

White(including snow-white)     813

Off colour     610

Calcite     374Rs./t

Felspar     240Rs./t

Fireclay     223Rs./t

NA  : Not Available
(U)  : Under Reference

lme: London Metal Exchange
lbm: London Bullion Market

t : Tonne       mt : Metric Tonne
c : Cents           $ : Dollar              tr oz : Troy Ounce

*  : Average Sale Price for September 2014, Source - MINERALS & METALS REVIEW, October 2014. Daily average prices have been taken

for Gold & Silver. @ : In accordance with the Gazette Notification, G.S.R. 630(E) dated the 1st September, 2014
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State wise Average Sale Price of minerals by grades 

for which royalty is chargeable on ad valorem basis not linked to any international benchmark price

Month : September 2014

 

Extract from Monthly Statistics of Mineral Production September 2014 issue.  @

State / Mineral / Grades Avg. Price

Fluorite (graded) Rs./t

Below 30% CaF2 NA

30% to below 70% CaF2 NA

70% to below 85% CaF2 NA

Garnet (abrasive) Rs./t NA

Garnet (gem) Rs./kg NA

Gypsum     525Rs./t

Jasper Rs./t NA

Kaolin (natural)     391Rs./t

Kaolin (processed)    4676Rs./t

Mica (crude) Rs./kg NA

Mica (waste & Scrap) Rs./kg NA

Pyrophyllite Rs./t NA

Quartz     225Rs./t

Quartzite     300Rs./t

Silica Sand     628Rs./t

Steatite Rs./t

Insecticide (Filler) grade     454

Other than insecticide (Filler) grade    1814

Selenite Rs./t NA

Wollastonite     732Rs./t

Tamil Nadu
Ball Clay Rs./t NA

Felspar     348Rs./t

Fireclay     156Rs./t

Garnet (abrasive)    7600Rs./t

Gypsum Rs./t NA

Magnesite    3204Rs./t

Quartz     652Rs./t

Silica Sand     613Rs./t

Steatite Rs./t

Insecticide (Filler) grade     300

Vermiculite    2215Rs./t

Telangana
Manganese Ore Rs./t

Below 25% Mn    2014

Barytes Rs./t

Off colour    2500

Felspar     265Rs./t

Laterite Rs./t

Non-Metallurgical

Cement     126

Quartz     263Rs./t

Uttar Pradesh
Diaspore    2132Rs./t

Pyrophyllite     389Rs./t

Quartz Rs./t NA

Silica Sand Rs./t NA

Uttarakhand
Magnesite    1225Rs./t

Steatite Rs./t

Insecticide (Filler) grade NA

Other than insecticide (Filler) grade NA

West Bengal
Apatite Rs./t NA

Felspar     370Rs./t

Fireclay     186Rs./t

Kaolin (natural)     748Rs./t

State / Mineral / Grades Avg. Price

Kaolin (processed)    2165Rs./t

Moulding Sand Rs./t NA

Quartz     405Rs./t

Quartzite     500Rs./t

Silica Sand     446Rs./t

NA  : Not Available
(U)  : Under Reference

lme: London Metal Exchange
lbm: London Bullion Market

t : Tonne       mt : Metric Tonne
c : Cents           $ : Dollar              tr oz : Troy Ounce

*  : Average Sale Price for September 2014, Source - MINERALS & METALS REVIEW, October 2014. Daily average prices have been taken

for Gold & Silver. @ : In accordance with the Gazette Notification, G.S.R. 630(E) dated the 1st September, 2014


